Table 1. Liquid crystal mesogens put in quality and yield
	Sample
	HOOC(CH2)nCOOH/g
	DCC/g
	DMAP/g
	X-SBP/g
	yield /%

	MeOSBAA4
	10.95(n=4)
	6.18
	0.25
	6.36 (MeOSBP)
	53.4

	MeSBAA4
	10.95(n=4)
	6.18
	0.25
	5.91 (MeSBP)
	51.5

	ClSBAA4
	10.95(n=4)
	6.18
	0.25
	6.48 (ClSBP)
	55.2

	MeOSBAA6
	13. 05(n=6)
	6.18
	0.25
	6.36 (MeOSBP)
	51.9

	MeSBAA6
	13. 05(n=6)
	6.18
	0.25
	5.91 (MeSBP)
	49.4

	ClSBAA6
	13.05(n=6)
	6.18
	0.25
	6.48 (ClSBP)
	52.5

	MeOSBAA8
	15.15(n=8)
	6.18
	0.25
	6.36 (MeOSBP)
	49.3

	MeSBAA8
	15.15(n=8)
	6.18
	0.25
	5.91 (MeSBP)
	46.7

	ClSBAA8
	15.15(n=8)
	6.18
	0.25
	6.48 (ClSBP)
	50.3


