Table S2. Percentage of adsorbed oxygen Oα, lattice oxygen Oβ, surface oxygen Oγ of 5% CeCo0.5Mn0.5O3/PS-FLG before and after NO reduction activity test.
	
	Oα /%
	Oβ /%
	Oγ /%

	Free
	46.6
	28.9
	24.5

	After one time test
	57.4
	18.9
	23.6

	After five times test
	28.6
	46.7
	24.7
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