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Figure S4 SEM images of the FeOOH nanorods prepared with PVP K15 and PVP K60, respectively. FeCl3 concentration of 0.2 M.
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(a) 100 °C, [FeCl;]=0.2 M, PVP K15 (b) 100 °C, [FeCl;]=0.2 M, PVP K60
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