Table SI-1.	  Ca/Si atomic ratio and Al weight percentage in the CaSiO3 reagent

	Point location [-]
	Ca/Si atomic ratio [-]
	Al (wt%)

	001
	0.943
	0.06

	002
	1.03
	0.19

	003
	0.974
	0.08

	004
	1.93
	0.14

	005
	1.02
	0.19

	006
	1.13
	0.17

	007
	0.913
	0.24



Table SI-2. EDS point analysis of sample B2
	Elements
	Molar ratio at point [-]

	
	1
	2
	3
	4
	5
	6
	7
	8
	9

	Ca/Si
	2.05
	1.93
	1.97
	1.95
	1.96
	1.42
	1.15
	7.68
	1.62

	Cs/Si
	0.0318
	0.00770
	0.0120
	0.0266
	0.00280
	0.249
	0.161
	0.436
	0.380
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