Supplementary table 2. The change of gingival thickness in patients received CGF membrane during PAOO
	
	Age
(Year)
	Gender
(Male/Female)
	Preoperative gingival thickness (mm)
	Postoperative gingival thickness (mm)

	
	
	
	33
	32
	31
	41
	42
	43
	33
	32
	31
	41
	42
	43

	Patient 1
	18
	male
	1.3
	0.9
	1.1
	1.2
	1.0
	1.1
	1.3
	1.5
	1.4
	1.4
	1.6
	1.5

	Patient 2
	25
	female
	0.7
	0.8
	0.8
	0.8
	0.9
	0.7
	1.0
	1.0
	0.9
	0.8
	1.0
	0.9

	Patient 3
	19
	female
	0.9
	0.9
	0.8
	0.7
	0.9
	1.0
	1.2
	1.3
	1.1
	1.2
	1.3
	1.3

	Patient 4
	22
	female
	0.6
	0.8
	0.8
	0.7
	0.7
	0.7
	1.0
	0.9
	0.8
	0.8
	0.9
	1.0

	Patient 5
	21
	male
	1.1
	1.3
	1.5
	1.3
	1.5
	1.2
	1.4
	1.6
	1.6
	1.6
	1.7
	1.5

	Patient 6
	34
	male
	1.2
	1.3
	1.1
	1.2
	1.4
	1.1
	1.4
	1.4
	1.8
	1.7
	1.8
	1.6

	Patient 7
	20
	female
	1.2
	1.2
	1.4
	1.3
	1.2
	1.3
	1.7
	1.8
	1.6
	1.7
	1.6
	1.5

	Patient 8
	18
	male
	0.9
	0.8
	0.7
	0.7
	0.9
	0.8
	1.2
	1.5
	1.6
	1.5
	1.8
	1.9

	Patient 9
	23
	female
	1.1
	1.3
	1.2
	1.1
	1.0
	1.2
	1.9
	2.0
	1.9
	1.9
	1.9
	2.0

	Patient 10
	32
	female
	1.3
	1.3
	1.4
	1.5
	1.4
	1.3
	1.3
	1.8
	1.9
	1.8
	1.7
	1.7



