	sample
	5 nm
	30 nm

	dCLS (nm)
	3.9
	30

	σCLS (nm)
	1.7
	5.9

	DICLS(nm)
	1.2
	1.1

	dDLS (nm)
	7.5
	35

	σDLS (nm)
	1.2
	2

	Z-pot (mV)
	-48
	-43

	σz-pot (nm)
	1
	1

	DTEM (nm)
	3.5
	32

	σTEM (nm)
	0.8
	3


Table S1
