Table S1. Characterization of PLA nanoparticles in solution
	nanoparticles
	hydrodynamic
diameter (nm)
	polydispersity
index
	zeta potentiel (mV)

	Polystyrene (size standards)
	205.8
	0.016
	ND

	Blank-PLA (500 µg/mL) in aqueous solution
	176.1
	0.038
	ND

	Blank-PLA (500 µg/mL) in aqueous solution, 2 h at 28°C
	176.5
	0.072
	-58.5

	Blank-PLA (500 µg/mL) in aqueous solution, 96 h at 28°C
	176.8
	0.050
	-61.5

	Blank-PLA (500 µg/mL) in medium and 10% FBS, 2 h at 28°C
	212.4
	0.097
	-24.4

	Blank-PLA (500 µg/mL) in medium and 10% FBS, 96 h at 28°C
	214
	0.115
	-24.2

	Bodipy-PLA
	166
	0.042
	ND
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