

[bookmark: _GoBack][bookmark: OLE_LINK1]Figure S1. Percentage of cerium in the bath from nanoceria dissolved over time in the absence or presence of citric acid. Left panel: Cerium in the bath from citrate-coated nanoceria in water dissolved in iso-osmotic sodium nitrate at pH 4.5, as a percentage of the introduced nanoceria. Right panel: Cerium in the bath from citrate-coated nanoceria in 110 mM citric acid dissolved in iso-osmotic 110 mM citric acid at pH 4.5, as a percentage of the introduced nanoceria. Shaded area boundaries are the results of two experimental replicates. Solid line is the average. 
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