Supplementary table 1. EDAX analysis of linalool treated and untreated struvite samples of P. mirabilis.
	Elements present in struvite
	Control
	Treated

	
	Weight %
	Amount %
	Weight %
	Amount %

	Magnesium (Mg)
	01.07
	00.66
	00.01
	00.00

	Calcium (Ca)
	05.39
	02.02
	01.00
	00.40

	Phosphorous (P)
	07.16
	03.48
	02.00
	0.40
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