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Figure S1. Photo of the carbon fiber.
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Figure S3. TGA curves of PAN precursor.
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Figure S3. Nitrogen adsorption−desorption isotherm of the carbon fiber at 800 oC (a), 1200 oC (b) and 2300 oC (c).
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