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	Figure S1. Photographs of foams prepared from 2 mol m–3 DDAPS and 50 mol m–3 LiCl. Decrease in foam volume can be observed from (a) to (f) over a period of 60 min, at 10 min time interval.
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	(c)

	Figure S2. A comparative study of the lifetime of foams at 0.6 mol m–3 DDAPS at (a) 10, (b) 50, and (c) 100 mol m–3 CsCl, NaCl, and LiCl. The solid lines indicate the di-exponential fits.
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	(c)

	Figure S3. A comparative study of the lifetime of foams at 1.2 mol m–3 DDAPS at (a) 10, (b) 50, and (c) 100 mol m–3 CsCl, NaCl, and LiCl. The solid lines indicate the di-exponential fits.
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	(c)

	Figure S4. A comparative study of the lifetime of foams at 1.8 mol m–3 DDAPS at (a) 10, (b) 50, and (c) 100 mol m–3 CsCl, NaCl, and LiCl. The solid lines indicate the di-exponential fits.

	


