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Figure S1. DSC thermograph of LC2 at a cooling rate of 10 °C/min. 
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[bookmark: _GoBack]Figure S2. POM images of the pre-mixture of sample C at (a) room temperature, (b) 40 °C, (c) 60 °C, and (d) 80 °C.
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