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Figure S1. Scanning electron microscopic images of m-CNTs

The length of m-CNTs are has been investigated by Scanning electron microscopy shown in Figure S1. It is observed that the f-CNTs normally possess lengths of approximately 100-500 nm, which indicates f-CNTs are further shortened by acid oxidation cutting. This variety maybe beneficial to their subsequent dispersion and field induced alignment process.
