
 

Thermodynamic parameters for the adsorption of Cr(VI)  and  Ni(II) on DP 

 

T(K) ∆G (KJ/mol) ∆H (KJ/mol) ∆S (KJ/mol.K) 
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298 31.68 -24.19 17.57 

 

-14.85 

 

-51.58 

 

31.31 

 308 33.46 -24.50 

318 34.5 -24.81 

328 35.01 -25.13 

338 35.53 -25.44 

348 36.05 -25.75 

358 36.56 -26.07 
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Effect of temperature on the adsorption of Chromium(VI) and Nickel(II) using date pits 
 


