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Figure S2. Scanning electron microscopy (SEM) images of E. coli after treatment with Chitosan-SO4
2− particles 

(chitosan: 85 kDa) at 0, 0.1, 2.5 wt%. Na2SO4 addition: 0.5 equivalents per unit of glucosamine in the chitosan.


