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Figure S1: Calibration curve for determination of concentration of (a) RDX, (b) HMX 
[bookmark: _GoBack]Figure S2: Langmuir adsorption isotherm for sorption of (a) RDX on α-Fe2O3-rGO, (b) HMX on 
α-Fe2O3-rGO, (c) RDX on nZVI/rGO and (d) HMX on nZVI/rGO at pH 6 and 30 oC 
Figure S3: Freundlich adsorption isotherm for sorption of (a) RDX on α-Fe2O3-rGO, (b) HMX  on α-Fe2O3-rGO, (c) RDX on nZVI/rGO and (d) HMX on nZVI/rGO at pH 6 and 30 oC
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