[bookmark: _GoBack]S1 Table. Effective diameter, peak size of the larger particle population, and polydispersity index (PDI) of L-BEZ after electroporation. 
	Field Strength
(V/cm)
	Effective Diameter
(nm)
	Peak Size of the Larger Population
(nm)
	PDI

	0
	102.9
	---
	0.085

	250
	113.9
	160.0
	0.121

	500
	121.3
	184.7
	0.152

	1000
	148.3
	225.6
	0.235

	1500
	167.5
	306.0
	0.293

	2000
	207.4
	567.1
	0.305

	2500
	290.0
	624.2
	0.331




